
PAVEMENTS AND SLABS 

 
DRY SLAB 

 
On the ground has been spread a coat of expansive 
clay to ensure the support and improve the thermal 
insulation and the acoustic insulation. 

Over it, two plasterboards are placed avoiding the 
overlapping of the joints. Over the plasterboards has 
been spread a protector sheet, and over it, the ce-
ramic tiling is laid with cement mortar. On the perim-
eter, it has a joint of fiberglass. 
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